
C Si Mn P S YS UTS ELONG UTS/YS 
12mm 12M 10.12 0.27 0.65 1.71 0.058 0.058 >500 >580 >14% 1.15min
10mm 12M 7.03 0.27 0.65 1.71 0.058 0.058 >500 >580 >14% 1.15min

C Si Mn P S YS UTS ELONG% UTS/YS 
001RF 12MM 12M 10.25 0.20 - 0.24 0.13 - 0.17 0.69 - 0.79 0.016 - 0.026 0.014 - 0.024 510-590 630-710 18-21 >1.16 Ok
002RF 12MM 12M 10.24 0.18 - 0.22 0.20 - 0.24 0.79 - 0.89 0.033 - 0.043 0.026 - 0.036 520-590 630-690 18-21 >1.16 Ok
003RF 12MM 12M 10.51 0.19 - 0.23 0.16 - 0.20 0.85 - 0.95 0.030 - 0.040 0.024 - 0.034 500-590 630-690 18-21 >1.16 Ok
 004RF 10MM 12M 7.41 0.15 - 0.19 0.16 - 0.20 0.81 - 0.91 0.028 - 0.038 0.024 - 0.034 530-620 630-730 18-21 >1.16 Ok
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